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ST CERTIFICATE

Client: EURO ACCESSORIES LIMITED Order No: Verbal
UNIT 11
SPRINGVALE INDUSTRIAL ESTATE Test Date: a7
MILLBUCK WAY Tested In Accordance W'Ilfl: MTP 2

SANDBACH ,A——/
CHESHIRE CW11 3HY Certified f _!' g

2845 0524050 gnatory L M
Results of Pull Test Applied To Five 1.3 Ton x 86mm Anchor Pins Galvanised

Marks: No 10400

T Load Temperature @
Test No 0 e Remarks
Fracture occurred in the shank of the
J07E 5414 218 anchor pin.
Fracture occurred In the shank of the
WAl 5068 218 anchor pin,
Fracture occurred In the shankof the
| J1078 5128 228 anchor pin.
I Fracture occurrad in the shank of the
41079 50.18 220 ariahibr o
| Fracture occurmed in the shank of the
J1080 52.64 | 221 anchor pin.
END OF CERTIFICATE
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